
Plant 1210-Liberty Sand Mine

Basic Quality Statistical Summary Report

Sieve/Test SpecificationAverage St DevTests

Product 117-GDOT 10NS Concrete Sand

Target

Specification GADOT 10NS

Period 01/16/2025 - 01/23/2025

3/8" (9.5mm) 100.00 0.0005

#4 (4.75mm) 99.58 0.241 95-1005

#8 (2.36mm) 94.90 1.2135

#16 (1.18mm) 80.83 3.739 45-955

#30 (.6mm) 53.53 3.9265

#50 (.3mm) 25.80 3.045 5-305

#100 (.15mm) 6.53 0.935 0-105

#200 (75µm) 0.24 0.047 0-35

Pan 0.00 0.0005
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Query Query Selections
Date Created  01/23/2025
Date Range  01/16/2025 - 01/23/2025
Plant  Liberty Sand Mine
Sample Type  Shipping

2Page: of 2E. R. Jahna Industries, Inc.StonemontQC 01/23/2025


	1210-Liberty Sand Mine

